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57 ABSTRACT

It is an object to manufacture a highly reliable display device
using a thin film transistor having favorable electric charac-
teristics and high reliability as a switching element. In a
bottom gate thin film transistor including an amorphous oxide
semiconductor, an oxide conductive layer having a crystal
region is formed between an oxide semiconductor layer
which has been dehydrated or dehydrogenated by heat treat-
ment and each of a source electrode layer and a drain elec-
trode layer which are formed using a metal material. Accord-
ingly, contact resistance between the oxide semiconductor
layer and each of the source electrode layer and the drain
electrode layer can be reduced; thus, a thin film transistor
having favorable electric characteristics and a highly reliable
display device using the thin film transistor can be provided.
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1
TRANSISTOR AND DISPLAY DEVICE

TECHNICAL FIELD

The present invention relates to a display device including
an oxide semiconductor.

BACKGROUND ART

In recent years, a technique for forming a thin film transis-
tor (TFT) by using a semiconductor thin film (having a thick-
ness of approximately several nanometers to several hundred
nanometers) formed over a substrate having an insulating
surface has attracted attention. Thin film transistors are
applied to a wide range of electronic devices such as ICs or
electro-optical devices, and thin film transistors are rapidly
developed particularly as switching elements in image dis-
play devices. Various metal oxides are used for a variety of
applications. Indium oxide is a well-known material and is
used as a light-transmitting electrode material which is nec-
essary for liquid crystal displays and the like.

Some metal oxides have semiconductor characteristics.
The examples of such metal oxides having semiconductor
characteristics include tungsten oxide, tin oxide, indium
oxide, zinc oxide, and the like. Thin film transistors in which
achannel formation region is formed using such a metal oxide
having semiconductor characteristics are already known (for
example, see Patent Documents 1 and 2).

A thin film transistor including an amorphous oxide semi-
conductor has relatively high field-effect mobility among thin
film transistors including other amorphous semiconductors.
Therefore, a driver circuit of a display device or the like can
also be formed using the thin film transistor including an
amorphous oxide semiconductor.

REFERENCE
Patent Document

[Patent Document 1] Japanese Published Patent Application
No. 2007-123861

[Patent Document 2] Japanese Published Patent Application
No. 2007-96055

DISCLOSURE OF INVENTION

When a pixel portion (also referred to as a pixel circuit) and
a driver circuit portion are formed over one substrate in a
display device or the like, a transistor used for the pixel
portion needs to have excellent switching characteristics, for
example, a high on/off ratio, and a thin film transistor used for
the driver circuit portion needs to operate at high speed.

In particular, as a display device has higher pixel density,
the transistor used for the driver circuit portion preferably
operates at a higher speed in order that time to write a display
image is shortened.

An embodiment of the present invention disclosed in this
specification relates to a transistor which solves the above-
described problems and a display device including the tran-
sistor.

An embodiment of the present invention disclosed in this
specification is a transistor where an oxide conductive layer is
included in a source region and a drain region and a semicon-
ductor layer is formed using an oxide semiconductor. In addi-
tion, the above embodiment includes a display device where
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a driver circuit portion and a display portion (also referred to
as a pixel portion) which each include the transistor are
formed over one substrate.

According to one embodiment of the present invention
disclosed in this specification, a transistor includes a gate
electrode layer, a gate insulating layer over the gate electrode
layer, an oxide semiconductor layer over the gate insulating
layer, an oxide conductive layer partly overlapping with the
oxide semiconductor layer over the gate insulating layer, a
source electrode layer and a drain electrode layer over the
oxide conductive layer, and an oxide insulating layer in con-
tact with the oxide semiconductor layer. The oxide conduc-
tive layer includes a crystal region.

According to another embodiment of the present invention
disclosed in this specification, a transistor includes a gate
electrode layer, a gate insulating layer over the gate electrode
layer, a source electrode layer and a drain electrode layer over
the gate insulating layer, an oxide conductive layer over the
source electrode layer and the drain electrode layer, an oxide
semiconductor layer partly overlapping with the oxide con-
ductive layer over the gate insulating layer, and an oxide
insulating layer in contact with the oxide semiconductor
layer. The oxide conductive layer includes a crystal region.

In the above respective structures, the source electrode
layer and the drain electrode layer of the transistor can be
formed using a film including a metal element selected from
Al Cr, Cu, Ta, Ti, Mo, and W as its main component or an
alloy film thereof. The source electrode layer and the drain
electrode layer are not limited to single layers containing the
above-described element, and stacked layers of different
films may also be used.

The oxide conductive layer is formed between the oxide
semiconductor layer and each of the source electrode layer
and the drain electrode layer of the transistor, whereby con-
tact resistance can be reduced; therefore, a transistor capable
of high-speed operation can be realized. The oxide conduc-
tive layer can be formed using a film of indium oxide, an
indium oxide-tin oxide alloy, an indium oxide-zinc oxide
alloy, zinc oxide, zinc aluminum oxide, zinc aluminum
oxynitride, zinc gallium oxide, or the like, which includes a
crystal region.

In addition, in the above respective structures, the oxide
insulating layer functions as a channel protective layer of the
transistor. The oxide insulating layer can be formed using
silicon oxide, silicon nitride oxide, aluminum oxide, alumi-
num oxynitride, or the like, which is formed with a sputtering
method.

Moreover, a display device can be manufactured using an
EL element, a liquid crystal element, an electrophoretic ele-
ment, or the like by forming a driver circuit portion and a
display portion (also referred to as a pixel portion) over one
substrate using the transistor which is an embodiment of the
present invention.

According to another embodiment of the present invention
disclosed in this specification, a display device includes a
pixel portion and a driver circuit portion each including a
transistor over one substrate, and the transistor includes a gate
electrode layer over the substrate, a gate insulating layer over
the gate electrode layer, an oxide semiconductor layer over
the gate insulating layer, an oxide conductive layer partly
overlapping with the oxide semiconductor layer over the gate
insulating layer, a source electrode layer and a drain electrode
layer over the oxide conductive layer, and an oxide insulating
layer in contact with the oxide semiconductor layer. The
oxide conductive layer includes a crystal region.

According to another embodiment of the present invention
disclosed in this specification, a display device includes a
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pixel portion and a driver circuit portion each including a
transistor over one substrate, and the transistor includes a gate
electrode layer over the substrate, a gate insulating layer over
the gate electrode layer, a source electrode layer and a drain
electrode layer over the gate insulating layer, an oxide con-
ductive layer over the source electrode layer and the drain
electrode layer, an oxide semiconductor layer partly overlap-
ping with the oxide conductive layer over the gate insulating
layer, and an oxide insulating layer in contact with the oxide
semiconductor layer. The oxide conductive layer includes a
crystal region.

In a pixel portion including a plurality of transistors of the
display device which is an embodiment of the present inven-
tion, there is also a region where a gate electrode of one
transistor is connected to a source wiring or a drain wiring of
another transistor. In addition, in a driver circuit portion of the
display device which is an embodiment of the present inven-
tion, there is a region where a gate electrode of a transistor is
connected to a source wiring or a drain wiring of the transis-
tor.

Since a transistor is easily broken due to static electricity or
the like, a protective circuit for protecting a transistor of a
pixel portion is preferably provided over the same substrate as
a gate line or a source line. The protective circuit is preferably
formed using a non-linear element including an oxide semi-
conductor layer.

An oxide conductive layer including a crystal region is
formed between an oxide semiconductor layer and each of a
source electrode layer and a drain electrode layer, whereby a
transistor having favorable electric characteristics and high
reliability can be manufactured.

BRIEF DESCRIPTION OF DRAWINGS

FIGS. 1A to 1E are cross-sectional process views of a
transistor according to an embodiment of the present inven-
tion.

FIGS. 2A to 2E are cross-sectional process views of a
transistor according to an embodiment of the present inven-
tion.

FIGS. 3A to 3E are cross-sectional process views of a
transistor according to an embodiment of the present inven-
tion.

FIG. 4 is a cross-sectional view of a display device accord-
ing to an embodiment of the present invention.

FIG. 5 is a cross-sectional view of a display device accord-
ing to an embodiment of the present invention.

FIGS. 6A1 and 6A2 are plan views and FIG. 6B is a
cross-sectional view illustrating a display device.

FIG. 7A is a plan view and FIG. 7B is a cross-sectional
view illustrating a display device.

FIGS. 8A and 8B each illustrate an electronic device.

FIGS. 9A and 9B each illustrate an electronic device.

FIG. 10 illustrates an electronic device.

FIG. 11 shows TDS spectra of moisture.

FIG. 12 shows TDS spectra of H.

FIG. 13 shows TDS spectra of O.

FIG. 14 shows TDS spectra of OH.

BEST MODE FOR CARRYING OUT THE
INVENTION

Hereinafter, embodiments of the present invention will be
described in detail with reference to the accompanying draw-
ings. However, the present invention is not limited to the
description below, and it is easily understood by those skilled
in the art that modes and details disclosed herein can be
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modified in various ways without departing from the spirit
and the scope of the present invention. Therefore, the present
invention is not construed as being limited to description of
the embodiments below. Note that in the drawings of this
specification, the identical portions or portions having a simi-
lar function are denoted by the identical reference numerals,
and description thereon may be omitted.

Embodiment 1

In this embodiment, an embodiment of a thin film transistor
and a manufacturing method thereof will be described.

FIG. 1E illustrates a cross-sectional view of a thin film
transistor 440 having a bottom gate structure which is referred
to as a channel-etched type.

The thin film transistor 440 includes, over a substrate 400
having an insulating surface, a gate electrode layer 421aq, a
gate insulating layer 402, an oxide semiconductor layer
including a channel formation region 443, a source electrode
layer 4454, and a drain electrode layer 445b. In addition, an
insulating layer 427 and a protective insulating layer 428 are
provided over the channel formation region 443, an oxide
conductive layer 4464, an oxide conductive layer 4465, the
source electrode layer 445a, and the drain electrode layer
445b.

A first region 444c¢ and a second region 4444 of the oxide
semiconductor layer, which each overlap with an oxide insu-
lating layer 426, may be provided in an oxygen-excess state
like the channel formation region 443 so as to have a function
of reducing leak current and parasitic capacitance.

Note that the ordinal numbers such as “first” and “second”
in this specification are used for convenience and do not
denote the order of steps or the stacking order of layers. In
addition, the ordinal numbers in this specification do not
denote particular names which specify the present invention.

Here, the oxide conductive layers 446a and 4465 are
formed using a material with high conductivity, which
includes a crystal region, and can reduce contact resistance
between the oxide semiconductor layer and each ofthe source
electrode layer 4454 and the drain electrode layer 4455, so
that a thin film transistor capable of high-speed operation can
be realized.

A process of manufacturing the thin film transistor 440 is
described below with reference to FIGS. 1A to 1E.

First, after a conductive film is formed over the substrate
400 having an insulating surface, the gate electrode layer
421a is formed in a first photolithography step.

Note that a resist mask used for the photolithography step
may be formed with an ink-jet method. When the resist mask
is formed with an ink-jet method, manufacturing costs can be
reduced because a photomask is not used.

As a material of the conductive film of the gate electrode
layer 421a, an element selected from Al, Cr, Ta, Ti, Mo, and
W, an alloy including the above element, a stacked film in
which any of the above-described elements are combined,
and the like can be given. Alternatively, metal oxide or the like
may be used.

As the substrate 400, a glass substrate of aluminosilicate
glass, aluminoborosilicate glass, or barium borosilicate glass
can be used, for example. In the case where the temperature at
which heat treatment is performed later is high, it is preferable
to use a glass substrate whose strain point is greater than or
equal to 730° C.

Note that, instead of the glass substrate described above, a
substrate formed using an insulator, such as a ceramic sub-
strate, a quartz substrate, or a sapphire substrate, may be used
as the substrate 400.
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Although not illustrated, an insulating layer serving as a
base film may be provided between the substrate 400 and the
gate electrode layer 421a. The base film has a function of
preventing diffusion of an impurity element from the sub-
strate 400, and can be formed using a single-layer structure or
a stacked structure of one or more of a silicon nitride film, a
silicon oxide film, a silicon nitride oxide film, and a silicon
oxynitride film.

Next, the gate insulating layer 402 is formed over the gate
electrode layer 421a.

The gate insulating layer 402 can be formed using a light-
transmitting insulating film such as a silicon oxide layer, a
silicon nitride layer, a silicon oxynitride layer, or a silicon
nitride oxide layer with a plasma CVD method, a sputtering
method, or the like. The gate insulating layer 402 is not
limited to the single layer of the insulating film described
above, and a stacked layer of different films may also be used.
For example, a silicon oxynitride film can be formed with a
plasma CVD method using silane (SiH,), oxygen, and nitro-
gen as a film formation gas. The thickness of the gate insu-
lating layer 402 is 100 nm to 500 nm inclusive. In the case of
a stacked structure, for example, a first gate insulating layer
having a thickness of 50 nm to 200 nm inclusive and a second
gate insulating layer having a thickness of 5 nm to 300 nm are
stacked in this order.

In this embodiment, the gate insulating layer 402 is formed
using a silicon oxynitride (SiON (composition ratio: N<O))
layer having a thickness of 100 nm formed with a plasma
CVD method.

Next, over the gate insulating layer 402, an oxide semicon-
ductor film is formed to a thickness of 5 nm to 200 nm
inclusive, preferably, 10 nm to 20 nm inclusive (see FIG. 1A).
The thickness is preferably as thin as 50 nm or less in order
that the oxide semiconductor film keeps the amorphous state
even when heat treatment for dehydration or dehydrogenation
is performed after the formation of the oxide semiconductor
film. Reduction in thickness can prevent the oxide semicon-
ductor film from being crystallized when heat treatment is
performed after the formation of the oxide semiconductor
layer.

As the material of the oxide semiconductor film, a four-
component metal oxide such as an In—Sn—Ga—Z7n—0-
based metal oxide, a three-component metal oxide such as an
In—Ga—Zn—0O-based metal oxide, an In—Sn—Zn—0O-
based metal oxide, an In—Al—Zn—0-based metal oxide, a
Sn—Ga—Zn—O-based metal oxide, an Al—Ga—Z7Zn—0-
based metal oxide, and a Sn—Al—Zn—O-based metal
oxide, or a two-component metal oxide such as an In—Zn—
O-based metal oxide, a Sn—Zn—O-based metal oxide, an
Al—7n—O-based metal oxide, a Zn—Mg—O-based metal
oxide, a Sn—Mg—O-based metal oxide, an In—Mg—O-
based metal oxide, an In—O-based metal oxide, a Sn—O-
based metal oxide, and a Zn—O-based metal oxide can be
used. The above oxide semiconductor film may include SiO,.

As the oxide semiconductor film, a thin film expressed by
InMO; (Zn0),, (m>0) can be used. Here, M represents one or
more metal elements selected from Ga, Al, Mn, and Co. For
example, Ga, Ga and Al, Ga and Mn, or Ga and Co can be
given as M. An oxide semiconductor film whose composition
formula is represented as InMO; (Zn0),, (m>0) where at least
Ga is included as M is referred to as the In—Ga—Zn—O-
based oxide semiconductor described above, and a thin film
thereof is also referred to as an In—Ga—Zn—O-based film.

In this embodiment, as the oxide semiconductor film, an
In—Ga—7n—0-based film having a thickness of 15 nm is
formed with a sputtering method using a target for forming an
In—Ga—Zn—0-based oxide semiconductor.
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Formation of the In—Ga—7n—0-based film can be per-
formed using an In—Ga—Zn—0-based oxide semiconduc-
tor target (In,0;:Ga,05:Zn0=1:1:1 [in a molar ratio] (that is,
In:Ga:Zn=1:1:0.5 [in an atomic ratio])) under the following
conditions: the distance between a substrate and a target is
100 mm; the pressure is 0.6 Pa; the direct-current (DC) power
supply is 0.5 kW; and the atmosphere is oxygen (the flow rate
of oxygen is 100%). Alternatively, a target having a compo-
sition ratio of In:Ga:Zn=1:1:1 [in an atomic ratio] or In:Ga:
Zn:=1:1:2 [in an atomic ratio] may be used. In addition, the
filling factors of these targets are 90% to 100% inclusive,
preferably, 95% to 99.9% inclusive. An oxide semiconductor
film which is formed becomes dense with the use of a metal
oxide target having a high filling factor.

Examples of a sputtering method include an RF sputtering
method in which a high-frequency power source is used for a
sputtering power source, a DC sputtering method in which a
DC power source is used, and a pulsed DC sputtering method
in which a bias is applied in a pulsed manner. An RF sputter-
ing method is mainly used in the case where an insulating
layer is formed, and a DC sputtering method is mainly used in
the case where a metal film is formed.

In addition, there is also a multi-source sputtering appara-
tus in which a plurality of targets of different materials can be
set. With the multi-source sputtering apparatus, films of dif-
ferent materials can be formed to be stacked in the same
chamber, or a film of plural kinds of materials can be formed
by electric discharge at the same time in the same chamber.

Furthermore, there are also a reactive sputtering method in
which a target substance and a sputtering gas component are
chemically reacted with each other during film formation to
form a thin compound film thereof, a bias sputtering method
in which voltage is also applied to a substrate during film
formation, and the like.

Note that before the oxide semiconductor film is formed
with a sputtering method, dust on a surface of the gate insu-
lating layer 402 is preferably removed by reverse sputtering in
which an argon gas is introduced and plasma is generated.
The reverse sputtering refers to a method in which, without
application of voltage to a target side, a surface of a substrate
is modified in such a manner that an RF power source for
voltage application is used to a substrate side under an argon
atmosphere and ionized argon is collided with the substrate.
Note that nitrogen, helium, oxygen, or the like may be used
instead of argon.

Before the oxide semiconductor film is formed, heat treat-
ment (at higher than or equal to 400° C. and lower than the
strain point of the substrate) may be performed under an
atmosphere of an inert gas (e.g., nitrogen, helium, neon, or
argon) so that impurities such as hydrogen and water, which
are included in the gate insulating layer 402, are removed.

Then, the oxide semiconductor film is processed into an
island-shaped oxide semiconductor layer in a second photo-
lithography step (see FIG. 1B). Further, a resist mask for
forming the island-shaped oxide semiconductor layer 404
may be formed with an ink-jet method. When the resist mask
is formed with an ink-jet method, manufacturing costs can be
reduced.

Next, the oxide semiconductor layer 404 is dehydrated or
dehydrogenated. First heat treatment for dehydration or dehy-
drogenation is performed at a temperature which is higher
than or equal to 400° C., preferably, higher than 425° C., and
lower than the strain point of a substrate under an atmosphere
of an inert gas such as nitrogen or a rare gas (e.g., helium,
neon, or argon), using an electric furnace or the like. Note that
in the case of the temperature which is higher than 425° C.,
the heat treatment time may be 1 hour or shorter, whereas in
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the case of the temperature which is lower than 425° C., the
heat treatment time is longer than 1 hour. As another heating
method, rapid thermal anneal (RTA) treatment which is per-
formed at 650° C. for approximately 3 minutes using a high-
temperature inert gas or light may be performed. Since dehy-
dration or dehydrogenation can be performed in a short time
with the RTA method, the first heat treatment can be per-
formed even at a temperature over the strain point of a glass
substrate.

Note that in this specification, heat treatment under an
atmosphere of an inert gas such as nitrogen, a rare gas, or the
like is referred to as heat treatment for dehydration or dehy-
drogenation. In this specification, “dehydrogenation” does
not indicate only elimination of H,. For convenience, elimi-
nation of H, OH, and the like is referred to as “dehydration or
dehydrogenation”.

In addition, it is important not to remix water or hydrogen
into the oxide semiconductor layer which is dehydrated or
dehydrogenated without exposure to the air. In a transistor
using an oxide semiconductor layer which is obtained in such
a manner that an i-type oxide semiconductor layer is changed
into an n-type (e.g., n”-type or n*-type) oxide semiconductor
layer, i.e. a low-resistant oxide semiconductor layer, by dehy-
dration or dehydrogenation and then the n-type oxide semi-
conductor layer is changed into an i-type oxide semiconduc-
tor layer again so as to have high resistance, the threshold
voltage of the transistor can be positive voltage, so that the
transistor shows so-called normally-off characteristics. It is
preferable that a transistor used for a display device be formed
with a positive threshold voltage which is as close to 0 V as
possible. In an active matrix display device, the electric char-
acteristics of a transistor included in a circuit are important
and influence the performance of the display device. The
threshold voltage of the transistor is particularly important.
Note that if the threshold voltage of the transistor is negative,
the transistor shows so-called normally-on characteristics; in
other words, current flows between a source electrode and a
drain electrode even when the gate voltage is 0 V. Accord-
ingly, it is difficult to control the circuit including the transis-
tor. Even when the transistor has positive threshold voltage,
the transistor cannot perform a switching operation itself
because the driving voltage is insufficient in the case where
the absolute value of the threshold voltage is large. In the case
of an n-channel transistor, it is preferable that a channel be
formed and drain current begins to flow after the positive
voltage is applied as a gate voltage. A transistor in which a
channel is not formed unless the driving voltage is high and a
transistor in which a channel is formed and then a drain
current flows even when a negative voltage is applied are not
suitable as the transistor used for a circuit.

An atmosphere under which the temperature at which
dehydration or dehydrogenation is performed is decreased
may be switched to an atmosphere diftferent from that under
which the temperature is increased or heat treatment is per-
formed. For example, cooling is performed by using the same
furnace in which dehydration or dehydrogenation is per-
formed and by filling the furnace with a high-purity oxygen
gas, a high-purity N,O gas, or ultra-dry air (having a dew
point of lower than —-40° C., preferably, lower than —60° C.)
without exposure to the air.

Note that in the first heat treatment, it is preferable that
water, hydrogen, and the like be not contained in nitrogen or
a rare gas such as helium, neon, or argon. Alternatively, it is
preferable that nitrogen or a rare gas such as helium, neon, or
argon introduced into a heat treatment apparatus have purity
of 6N (99.9999%) or more, preferably, 7N (99.99999%) or
more.
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In the case where heat treatment is performed under an
atmosphere of an inert gas, an initially i-type oxide semicon-
ductor layer is changed into an oxygen-deficient oxide semi-
conductor layer by the heat treatment to be an n-type (e.g.,
n~-type) oxide semiconductor layer, i.e. a low-resistant oxide
semiconductor layer. Then, the oxide semiconductor layer is
placed in an oxygen-excess state by formation of an oxide
insulating layer which is in contact with the oxide semicon-
ductor layer so as to be a high-resistance oxide semiconductor
layer, i.e. an i-type oxide semiconductor layer. Accordingly, it
is possible to manufacture a thin film transistor having favor-
able electric characteristics and high reliability.

In the oxide semiconductor layer which is sufficiently
dehydrated or dehydrogenated under the above conditions, at
least a peak at around 250° C. to 300° C. of two peaks in
spectra which show discharge of moisture is not detected with
thermal desorption spectroscopy (TDS) even when the tem-
perature of the dehydrated or dehydrogenated oxide semicon-
ductor layer is increased to 450° C.

FIG. 11 shows results of analyzing discharge of moisture
with thermal desorption spectroscopy (TDS) in a plurality of
samples each of which is subjected to heat treatment under a
nitrogen atmosphere at a certain temperature.

The thermal desorption spectroscopy is a method for
detecting and identifying, using a quadrupole mass spectrom-
eter, a gas component which is discharged or generated from
a sample when the sample is heated and the temperature
thereof is increased in high vacuum; thus, a gas and a mol-
ecule discharged from surfaces and insides of the samples can
be observed. With the use of a thermal desorption spectros-
copy apparatus manufactured by ESCO Ltd. (product name:
1024amu QMS), measurement was performed under the fol-
lowing conditions: the rising temperature was at approxi-
mately 10° C./min; the pressure was 1x10~% (Pa) at the begin-
ning of the measurement; and the pressure was at a degree of
vacuum of approximately 1x10~7 (Pa) during the measure-
ment.

FIG. 11 shows a graph that compares TDS measurement
results in terms of moisture by manufacturing the following
samples in each of which an In—Ga—7n—O-based film
having a film thickness of 50 nm is formed over the glass
substrate: a sample which is not heated (as-deposited) and a
sample processed at 250° C. for 1 hour, a sample processed at
350° C. for 1 hour, a sample processed at 350° C. for 10 hours,
and a sample processed at 450° C. for 1 hour; and a sample of
the glass substrate alone (not heated). The results in FIG. 11
indicate that the higher the heating temperature under a nitro-
gen atmosphere is, the more moisture which is discharged
from the In—Ga—Zn—O-based film is reduced, and that, in
the sample heated at 450° C., no peak at 200° C. t0 350° C. is
observed in a spectrum which shows discharge of moisture.

Observed are two peaks of spectra which show discharge of
moisture at a high temperature of 200° C. or more from the
In—Ga—7n—0-based film: a first peak which appears at a
temperature between 200° C. and 250° C.; and a second peak
which appears at a temperature between 250° C. and 350° C.
The first peak which appears at a temperature between 200°
C. and 250° C. is not clear in the samples other than the
sample heated at 250° C. In the as-deposited sample, this is
because two peaks overlap with each other and thus there is
apparently a spectrum having one peak. Further, in the
samples which are subjected to heat treatment at 350° C., this
is because moisture is somewhat discharged and thus the first
peak is substantially disappeared. These can also be con-
firmed from a symmetric property of a peak position of each
spectrum and the fact that the peak position of each spectrum
is shifted to a higher temperature side.
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In addition, the vertical axis of the graph of FIG. 11 repre-
sents an arbitrary unit, where existence of discharged gas is
relatively seen. These shapes of the spectra each show similar
change with respect to heat treatment regardless of the area or
volume of an object to be measured. Accordingly, the spectra
can be effectively used as observation of a process monitor or
a means for failure analysis. In other words, existence of a
peak in a temperature range 0o 200° C.t0 350° C. is examined,
whereby it is possible to confirm a record that indicates
whether an appropriate process has been conducted or not.

Note that even in the case where the sample which is
subjected to heat treatment at 450° C. under a nitrogen atmo-
sphere is left at room temperature under an air atmosphere
approximately for one week, discharge of moisture at 200° C.
ormore was not observed. Thus, it is found that by performing
the heat treatment, the In—Ga—Zn—0O-based film becomes
stable.

Further, TDS measurement was performed using samples
which have been subjected to a heating step under the same
conditions as those of the samples in each of which discharge
of moisture has been measured in order to measure H, O, OH,
H,, O,, N, N,, and Ar in addition to H,O. It was possible that
spectra which show discharge of H, O, and OH from some of
the samples be clearly observed. FIG. 12 shows TDS spectra
of H. FIG. 13 shows TDS spectra of O. FIG. 14 shows TDS
spectra of OH. The measurement result of a glass substrate
alone (not heated) is added to TDS spectra of moisture, H, O,
and OH for comparison. Note that the oxygen concentration
under a nitrogen atmosphere in the above heat conditions is
20 ppm or less.

The spectra which show discharge of H, O, and OH tend to
be similar to the spectra which show discharge of moisture
and indicate that, in the sample heated at 450° C., no peak is
observed which shows each discharge component that
appears around 250° C. to 300° C.

The above results indicate that, by performance of the heat
treatment of the In—Ga—Zn—0O-based film, moisture, H, O,
and OH are discharged. Since discharge of H, O, and OH
tends to be performed in a state similar to that of moisture, it
can be said that most of the discharge of H, O, and OH is
derived from a water molecule.

Here, in this embodiment, the substrate is introduced into
an electric furnace, which is one of heat treatment appara-
tuses, and the heat treatment of the oxide semiconductor layer
is performed under a nitrogen atmosphere. Then, the oxide
semiconductor layer is not exposed to air, which prevents the
oxide semiconductor layer from remixing water or hydrogen,
so that an oxide semiconductor layer is obtained. In addition,
slow cooling is performed in a nitrogen atmosphere in one
furnace from the heating temperature T at which the oxide
semiconductor layers are dehydrated or dehydrogenated to a
temperature low enough to prevent water from coming in,
specifically to a temperature more than 100° C. lower than the
heating temperature T. Without limitation to a nitrogen atmo-
sphere, dehydration or dehydrogenation is performed in a rare
gas atmosphere such as helium, neon, or argon.

The oxide semiconductor layer is partly crystallized in
some cases, depending on a condition of the first heat treat-
ment or a material of the oxide semiconductor layer. After the
first heat treatment, the oxide semiconductor layer 404 which
is changed into an oxygen-deficient oxide semiconductor
layer to be a low-resistant oxide semiconductor layer is
obtained (see FIG. 1B). The carrier concentration of the oxide
semiconductor layer is higher after the first heat treatment
than that of the oxide semiconductor film just after the film
formation, accordingly; it is preferable that the oxide semi-
conductor layer 404 have a carrier concentration of 1x10'%/
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cm® or more. Note that the oxide semiconductor layer is
preferably amorphous but may be partly crystallized. Note
that in this specification, even in the state where the oxide
semiconductor layer is partly crystallized, it is referred to as
an “amorphous” state.

Further, the gate electrode layer 4214 is crystallized to be a
microcrystalline film or a polycrystalline film in some cases,
depending on a condition of the first heat treatment or a
material of the gate electrode layer 4214. For example, in the
case where a film of an indium oxide-tin oxide alloy is used as
the gate electrode layer 421a, the film is crystallized by the
first heat treatment at 450° C. for 1 hour.

Alternatively, the first heat treatment may be performed on
the oxide semiconductor film before it is processed into the
island-shaped oxide semiconductor layer. In that case, after
the first heat treatment, the substrate is taken out from the heat
treatment apparatus, and then the second photolithography
step is performed.

Next, an oxide insulating film is formed over the gate
insulating layer 402 and the oxide semiconductor layer 404
with a sputtering method. Then, a resist mask is formed in a
third photolithography step, and the oxide insulating layers
426 are formed by selective etching. After that, a step of
removing the resist mask may be performed. At this phase, the
regions are formed that overlap with the oxide insulating
layers 426 which cover the peripheral portion and side surface
of'the oxide semiconductor layer (the first region 444¢ and the
second region 4444 of the oxide semiconductor layer),
whereby leakage current and parasitic capacitance can be
reduced (see FIG. 1E).

The oxide insulating layer 426 can be formed with a thick-
ness of at least 1 nm with a method with which impurities
such as water or hydrogen are not mixed into the above oxide
insulating layer, as appropriate. In this embodiment, the oxide
insulating layer 426 is formed using a silicon oxide film
which is formed with a sputtering method.

The substrate temperature at the time of film formation
may be from room temperature to 300° C. inclusive and, in
this embodiment, is 100° C. The silicon oxide film can be
formed with a sputtering method under an atmosphere of a
rare gas (typically, argon), an oxygen atmosphere, or a mixed
atmosphere containing a rare gas (typically, argon) and oxy-
gen.

Moreover, a silicon oxide target or a silicon target can be
used as a target. For example, with the use of a silicon target,
a silicon oxide film can be formed with a sputtering method
under an atmosphere of oxygen and a rare gas. The oxide
insulating layer which is formed in contact with the oxide
semiconductor layer whose resistance is reduced is formed
using an inorganic insulating film that does not contain impu-
rities such as moisture, a hydrogen ion, OH— and blocks
entry of such impurities from the outside. Typically, a silicon
oxide film, a silicon nitride oxide film, an aluminum oxide
film, an aluminum oxynitride film, or the like can be used.

In this embodiment, the film formation is performed with a
pulsed DC sputtering method using a columnar polycrystal-
line silicon target to which boron is added (the resistivity is
0.01 Qcm and the purity is 6N), in which the distance between
substrate and target (T-S distance) is 89 mm, the pressure is
0.4 Pa, the direct-current (DC) power is 6 kW, and the atmo-
sphere is oxygen (the oxygen flow rate is 100%). The film
thickness thereof is 300 nm.

Next, an oxide conductive film and a metal film are stacked
over the gate insulating layer 402, the oxide insulating layers
426, and the oxide semiconductor layer 404. With a sputtering
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method, film formation of the stacked layer of the oxide
conductive film and the metal film can be performed continu-
ously without exposure to air.

As the material of the oxide conductive film, for example,
any of the following conductive metal oxide materials can be
employed: an In—Sn—O-based metal oxide; an In—Sn—
Zn—0O-based metal oxide; an In—Al—Zn—O-based metal
oxide; a Sn—Ga—Zn—O-based metal oxide; an Al—Ga—
Zn—0O-based metal oxide; a Sn—Al—Zn—0O-based metal
oxide; an In—Zn—O-based metal oxide; a Sn—Zn—O-
based metal oxide; an Al—Zn—O-based metal oxide; an
In—O-based metal oxide; a Sn—O-based metal oxide; or a
Zn—O0-based metal oxide. The thickness of the oxide con-
ductive film is selected as appropriate in the range of 50 nm to
300 nm inclusive. In this embodiment, a zinc oxide film is
used.

As amaterial of the metal film, an element selected from Ti,
Mo, W, Al, Cr, Cu, and Ta, an alloy containing any of these
elements as a component, or the like is used. The above metal
film is not limited to a single layer and a stacked layer of
different films can be used. In this embodiment, a three-layer-
stacked film in which a molybdenum film, an aluminum film,
and a molybdenum film are stacked is used.

Next, a resist mask is formed in a fourth photolithography
step, and the metal film is selectively etched to form the
source electrode layer 445a and the drain electrode layer
445b. After that, the resist mask is removed. Note that an
alkaline solution is used as a resist stripper to remove the
resist mask. In the case where the resist stripper is used, the
zinc oxide film is also selectively etched using the source
electrode layer 445a and the drain electrode layer 4455 as
masks.

In this manner, the oxide conductive layer 4464 is formed
under and in contact with the source electrode layer 4454, and
the oxide conductive layer 4465 is formed under and in con-
tact with the drain electrode layer 4455 (see FIG. 1D).

By providing the oxide conductive layer 446a between the
source electrode layer 445a and the oxide semiconductor
layer, contact resistance can be reduced, which leads to resis-
tance reduction, so that a thin film transistor capable of high-
speed operation can be realized. The oxide conductive layer
446a provided between the source electrode layer 445q and
the oxide semiconductor layer functions as a source region,
and the oxide conductive layer 4465 provided between the
drain electrode layer 4455 and the oxide semiconductor layer
functions as a drain region, which are effective in improve-
ment the frequency characteristics in the case where, for
example, a peripheral circuit (driver circuit) is formed over
one substrate.

In the case where a molybdenum film and the oxide semi-
conductor layer are directly in contact with each other, the
contact resistance is increased. This is because molybdenum
is less likely to be oxidized as compared to titanium and thus
extracts a small amount of oxygen from the oxide semicon-
ductor layer, which does not allow the interface between the
molybdenum and the oxide semiconductor layer to be n-type
oxide semiconductor. However, even in that case, by provid-
ing the oxide conductive layer between the oxide semicon-
ductor layer and each of the source electrode layer and the
drain electrode layer, the contact resistance can be reduced.

The etching rate is different between the oxide semicon-
ductor layer and the oxide conductive layer, and therefore, the
oxide conductive layer which is on and in contact with the
oxide semiconductor layer can be removed by controlling the
time of period.

After the metal film is selectively etched, the resist masks
may be removed by an oxygen ashing treatment to leave the
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zinc oxide film, and then, the zinc oxide film may be selec-
tively etched with the source electrode layer 445a and the
drain electrode layer 4455 as masks.

The resist mask for forming the source electrode layer
4254 and the drain electrode layer 42556 may be formed with
an ink-jet method.

Next, the insulating layer 427 is formed over the oxide
insulating layers 426, the source electrode layer 445a, the
drain electrode layer 4455 and oxide semiconductor layer
404. As the insulating layer 427, a silicon oxide film, a silicon
nitride oxide film, an aluminum oxide film, an aluminum
oxynitride film, or the like is used. In this embodiment, a
silicon oxide film is formed as the insulating layer 427 with an
RF sputtering method.

At this phase, second heat treatment is performed under an
atmosphere of an inert gas such as nitrogen at a temperature of
greater than or equal to 200° C. and less than or equal to 400°
C., preferably, greater than or equal to 250° C. and less than or
equal to 350° C. For example, heat treatment is performed
under a nitrogen atmosphere at 250° C. for 1 hour.

In the second heat treatment, part of the insulating layer
427 which is an oxide and the oxide semiconductor layer 404
are heated while being in contact with each other. Therefore,
in the oxide semiconductor layer 404 the resistance of which
has been reduced through the first heat treatment, oxygen is
supplied from the insulating layer 427 to make the oxide
semiconductor layer 404 into an oxygen-excess state,
whereby the oxide semiconductor layer 404 has high resis-
tance (i-type conductivity).

Although the second heat treatment is performed after the
formation of the silicon oxide film in this embodiment, the
second heat treatment can be performed anytime after the
formation of the silicon oxide film and the timing of the
second heat treatment is not limited to just after the formation
of the silicon oxide film.

In addition, in the case where the source electrode layer
4454 and the drain electrode layer 4455 are formed using a
heat-resistant material, a step in which the conditions of the
first heat treatment are used can be performed at the timing of
the second heat treatment. In this case, the heat treatment can
be performed only once after the formation of the silicon
oxide film.

In the second heat treatment, the oxide conductive layers
446a and 4465 are crystallized to each have a crystal region as
long as a crystallization inhibitor such as silicon oxide is not
contained in the oxide conductive layers 446a and 4465. For
example, the oxide conductive layers tend to be crystallized
into columnar-like crystals when zinc oxide or the like is
used, and tend to be crystallized in a microcrystalline state
when an indium oxide-tin oxide alloy is used. Consequently,
realized is reduction of contact resistance between the oxide
semiconductor layer and each of the source electrode layer
4454 and the drain electrode layer 4455 as well as improve-
ment in conductivity. On the other hand, the In—Ga—Zn—
O-based oxide semiconductor layer which is used in this
embodiment is not crystallized even through the second heat
treatment and thus an amorphous state thereof is maintained.

Next, the protective insulating layer 428 is formed over the
insulating layer 427 (see FIG. 1E). As the protective insulat-
ing layer 428, a silicon nitride film, a silicon nitride oxide
film, an aluminum nitride film, or the like can be used. In this
embodiment, a silicon nitride film is formed as the protective
insulating layer 428 with an RF sputtering method.

Through the steps described above, the thin film transistor
440 can be manufactured in which the oxide conductive layer
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having a crystal region is formed between the oxide semicon-
ductor layer and each of the source electrode layer and the
drain electrode layer.

Note that this embodiment can be freely combined with
any of the other embodiments.

Embodiment 2

In this embodiment will be described an example of a
bottom contact thin film transistor and a manufacturing pro-
cess thereof, which is different from that of Embodiment 1,
with reference to FIGS. 2A to 2E. FIGS. 2A to 2E are the
same as FIGS. 1A to 1E except that there is a difference in part
of the process. Therefore, the same portions are denoted by
the same reference numerals, and detailed description of the
same portions is omitted.

A thin film transistor 470 illustrated in FIG. 2E is a bottom
gate structure which is referred to as a bottom contact type.

The thin film transistor 470 includes, over the substrate 400
having an insulating surface, the gate electrode layer 421a,
the gate insulating layer 402, the source electrode layer 445a,
the drain electrode layer 4455, the oxide conductive layer
446a, the oxide conductive layer 4465, and the oxide semi-
conductor layer including the channel formation region 443.
In addition, the insulating layer 427 and the protective insu-
lating layer 428 are provided over the channel formation
region 443, the source electrode layer 445a, and the drain
electrode layer 44565.

Here, the oxide conductive layers 446a and 4465 are
formed using a material with high conductivity, which
includes a crystal region, and can reduce contact resistance
between the oxide semiconductor layer and each of the source
electrode layer 445a and the drain electrode layer 4456, so
that a thin film transistor capable of high-speed operation can
be realized.

A process of manufacturing the thin film transistor 470 is
described below with reference to FIGS. 2A to 2E.

The gate electrode layer 421a and the gate insulating layer
402 are formed in accordance with Embodiment 1.

Next, ametal film and an oxide conductive film are stacked
over the gate insulating layer 402 (see FIG. 2A). At this time,
with a sputtering method, film formation of the stacked layer
of the metal film and the oxide conductive film can be per-
formed continuously without exposure to air. In this embodi-
ment, a three-layer-stacked film in which a molybdenum film,
an aluminum film, and a molybdenum film are stacked is used
for the metal film, and a zinc oxide film is used for the oxide
conductive film.

Next, a resist mask is formed in a photolithography step,
and the metal film and the zinc oxide film are selectively
etched to form the source electrode layer 445q, the drain
electrode layer 4455, the oxide conductive layer 446a, and the
oxide conductive layer 4465 (see FIG. 2B). Here, an alkaline
solution is used as a resist stripper to remove the resist mask.
Since the zinc oxide film is also etched in some cases, it is
preferable to remove the resist mask by oxygen ashing in
order to prevent the zinc oxide film from being reduced in
thickness.

Next, an oxide semiconductor film is formed in a manner
similar to that of Embodiment 1, and the oxide semiconductor
layer 404 is formed through a photolithography step and an
etching step (see FIG. 2C).

Here, the oxide semiconductor layer is dehydrated or dehy-
drogenated in accordance with the method of the first heat
treatment described in Embodiment 1.

Note that before the oxide semiconductor film is formed,
heat treatment (at higher than or equal to 400° C. and lower
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than the strain point of the substrate) may be performed under
an atmosphere of an inert gas (e.g., nitrogen, helium, neon, or
argon) so that impurities such as hydrogen and water, which
are included in the gate insulating layer 402, are removed.

Next, the insulating layer 427 is formed over the source
electrode layer 445aq, the drain electrode layer 4455, and the
oxide semiconductor layer 404. As the insulating layer 427, a
silicon oxide film, a silicon nitride oxide film, an aluminum
oxide film, an aluminum oxynitride film, or the like is used. In
this embodiment, a silicon oxide film is formed as the insu-
lating layer 427 with an RF sputtering method.

Here, heat treatment is performed in accordance with the
method of the second heat treatment described in Embodi-
ment 1.

Although the second heat treatment is performed after the
formation of the silicon oxide film in this embodiment, the
second heat treatment can be performed anytime after the
formation of the silicon oxide film and the timing of the
second heat treatment is not limited to just after the formation
of the silicon oxide film.

In addition, in the case where the source electrode layer
4454 and the drain electrode layer 4455 are formed using a
heat-resistant material, a step in which the conditions of the
first heat treatment are used can be performed at the timing of
the second heat treatment.

Through any one ofthe heat treatment processes up to here,
the oxide conductive layers 446a and 4465 are crystallized to
each have a crystal region as long as a crystallization inhibitor
such as silicon oxide is not contained in the oxide conductive
layers 446a and 4465. Needless to say, the heat treatment
process may be performed plural times. On the other hand, the
oxide semiconductor layer is not crystallized even through
the heat treatment which is performed plural times and thus an
amorphous state thereof is maintained.

Next, the protective insulating layer 428 is formed over the
insulating layer 427 (see FIG. 2E).

Through the steps described above, the thin film transistor
470 can be manufactured in which the oxide conductive layer
having a crystal region is formed between the oxide semicon-
ductor layer and each of the source electrode layer and the
drain electrode layer.

Note that this embodiment can be freely combined with
any of the other embodiments.

Embodiment 3

In this embodiment will be described an example of a
bottom contact thin film transistor and a manufacturing pro-
cess thereof, which is different from those of Embodiments 1
and 2, with reference to FIGS. 3A to 3E. FIGS. 3A to 3E are
the same as FIGS. 1A to 1E except that there is a difference in
part of the process. Therefore, the same portions are denoted
by the same reference numerals, and detailed description of
the same portions is omitted.

FIG. 3E illustrates a cross-sectional view of a thin film
transistor 480 having a bottom gate structure which is referred
to as a channel-protected type.

The thin film transistor 480 includes, over the substrate 400
having an insulating surface, the gate electrode layer 421a,
the gate insulating layer 402, an oxide semiconductor layer,
the oxide conductive layer 4464, the source electrode layer
445q, and the drain electrode layer 445b. Here, the oxide
semiconductor layer includes the channel formation region
443, a high-resistance source region 424q, and a high-resis-
tance drain region 4244. In addition, an oxide insulating layer
426a which functions as a channel protective layer is pro-
vided in contact with channel formation region 443. Further,
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the protective insulating layer 428 is provided over the source
electrode layer 445a, the drain electrode layer 4455, the chan-
nel protective layer 4264, and the oxide semiconductor layer
404.

A first region 424¢ and a second region 4244 of the oxide
semiconductor layer, which each overlap with an oxide insu-
lating layer 4265, are provided in an oxygen-excess state like
the channel formation region 443, and may have a function of
reducing leak current and parasitic capacitance.

A third region 424e¢ of the oxide semiconductor layer,
which is in contact with the protective insulating layer 428, is
provided between the channel formation region 443 and the
high-resistance source region 424a. A fourth region 424f of
the oxide semiconductor layer, which is in contact with the
protective insulating layer 428, is provided between the chan-
nel formation region 443 and the high-resistance drain region
4245b.

The oxide conductive layers 446a and 4465 are formed
using a material with high conductivity, which includes a
crystal region, and can reduce contact resistance between the
oxide semiconductor layer and each of the source electrode
layer 445a and the drain electrode layer 4455, so that a thin
film transistor capable of high-speed operation can be real-
ized.

The third region 424e and the fourth region 424f of the
oxide semiconductor layer are a high-resistance source
region (also referred to as an HRS region) which is an oxygen-
deficient region and a high-resistance drain region (also
referred to as an HRD region) which is an oxygen-deficient
region, respectively. Specifically, the carrier concentration of
the high-resistance drain region is greater than or equal to
1x10*®/cm> and is at least higher than the carrier concentra-
tion of the channel formation region (less than 1x10™%/cm?).

Note that the carrier concentration in this embodiment is
obtained by Hall effect measurement at room temperature.
When the widths of the third region and fourth region in the
channel length direction are large, an off-current of the thin
film transistor can be reduced. In contrast, when the widths of
the third region and fourth region in the channel length direc-
tion are small, the operation speed of the thin film transistor
can be increased.

In a channel-protected thin film transistor, although the
width of an oxide insulating layer which functions as a chan-
nel protective layer is reduced so that a substantial channel
length L is easily shortened, a short circuit might be caused
when a source electrode layer and a drain electrode layer are
provided over the oxide insulating layer. Therefore, the
source electrode layer 445a and the drain electrode layer
445p are provided so that end portions thereof are apart from
the oxide insulating layer.

InFIG. 3E, aregion of the oxide semiconductor layer under
the oxide insulating layer 4264 which functions as a channel
protective layer is referred to as a channel formation region.
Therefore, the channel length L. of the thin film transistor 480
is equal to the width of the oxide insulating layer 4264 in the
channel length direction, and, in the cross-sectional view of
FIG. 3E, corresponds to a length of the base of the trapezoidal
oxide insulating layer 426a.

A process of manufacturing the thin film transistor 480 is
described below with reference to FIGS. 3A to 3E.

The gate electrode layer 421a and the gate insulating layer
402 are formed in accordance with Embodiment 1 (see FIG.
3A).

Next, an oxide semiconductor film is formed in a manner
similar to that of Embodiment 1, and the island-shaped oxide
semiconductor layer 404 is formed through a photolithogra-
phy step and an etching step (see FIG. 3B).
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Note that before the oxide semiconductor film is formed,
heat treatment (at higher than or equal to 400° C. and lower
than the strain point of the substrate) may be performed under
an atmosphere of an inert gas (e.g., nitrogen, helium, neon, or
argon) so that impurities such as hydrogen and water, which
are included in the gate insulating layer 402, are removed.

Here, the oxide semiconductor layer is dehydrated or dehy-
drogenated in accordance with the method of the first heat
treatment described in Embodiment 1.

Alternatively, the first heat treatment may be performed on
the oxide semiconductor film before it is processed into the
island-shaped oxide semiconductor layer.

Next, an oxide insulating film is formed over the gate
insulating layer 402 and the oxide semiconductor layer 404
with a sputtering method in a manner similar to that of
Embodiment 1. Then, resist mask is formed in a photolithog-
raphy step, and the oxide insulating layers 426a and 4265 are
formed by selective etching. After that, the resist mask may be
removed. Here, a region of the oxide semiconductor layer
under the oxide insulating layer 426a serves as a channel
formation region (see FIG. 3C).

Next, an oxide conductive film and a metal film are stacked
over the oxide insulating layer 426a, the oxide insulating
layers 4265, and the oxide semiconductor layer and are partly
etched to form the source electrode layer 445a, the drain
electrode layer 4455, the oxide conductive layer 446a, and the
oxide conductive layer 4465. With a sputtering method, film
formation of the stacked layer of the oxide conductive film
and the metal film can be performed continuously without
exposure to air. In this embodiment, a three-layer-stacked
film in which a molybdenum film, an aluminum film, and a
molybdenum film are stacked is used for the metal film, and
a zinc oxide film is used for the oxide conductive film (see
FIG. 3D).

Next, second heat treatment is performed under an atmo-
sphere of an inert gas such as nitrogen at a temperature of
greater than or equal to 200° C. and less than or equal to 400°
C., preferably, greater than or equal to 250° C. and less than or
equal to 350° C. For example, heat treatment is performed
under a nitrogen atmosphere at 250° C. for 1 hour.

Inthe second heat treatment, part of the oxide semiconduc-
tor layer 404 is heated while being in contact with the oxide
insulating layers 426a and 426b. Therefore, in the oxide
semiconductor layer 404 the resistance of which has been
reduced through the first heat treatment, oxygen is supplied
from the oxide insulating layers 426a and 4265 to make the
oxide semiconductor layer 404 into an oxygen-excess state,
whereby the oxide semiconductor layer 404 has high resis-
tance (i-type conductivity).

On the other hand, since part of the oxide semiconductor
layer 404, which does not overlap with the oxide insulating
layers 4264 and 4265, is heated while being exposed, the third
region 424e and fourth region 424f'the resistance of which is
maintained or further reduced can be formed.

Note that although the second heat treatment is performed
after the formation of the oxide insulating layers 426a and
4265 in this embodiment, the second heat treatment can be
performed anytime after the formation of the oxide insulating
layers 426a and 4265 and the timing of the second heat
treatment is not limited to just after the formation of the oxide
insulating layers 4264 and 4265.

Through the second heat treatment, the oxide conductive
layers 446a and 4465 are crystallized to each have a crystal
region as long as a crystallization inhibitor such as silicon
oxide is not contained in the oxide conductive layers 446a and
4465. On the other hand, the oxide semiconductor layer is not
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crystallized even through the second heat treatment and thus
an amorphous state thereof is maintained.

Next, the protective insulating layer 428 is formed over the
oxide semiconductor layer 404, the oxide insulating layer
426a, the oxide insulating layers 42654, the source electrode
layer 445a, and the drain electrode layer 4455 (see FI1G. 3E).
As the insulating layer 428, a silicon nitride film, a silicon
nitride oxide film, an aluminum nitride film, or the like is
used. In this embodiment, a silicon nitride film is formed as
the protective insulating layer 428 with an RF sputtering
method.

Through the steps described above, the thin film transistor
480 can be manufactured in which the oxide conductive layer
having a crystal region is formed between the oxide semicon-
ductor layer and each of the source electrode layer and the
drain electrode layer.

Note that this embodiment can be freely combined with
any of the other embodiments.

Embodiment 4

In this embodiment will be described an example in which
anactive matrix liquid crystal display device or light-emitting
device is manufactured over one substrate using the thin film
transistor described in any of Embodiments 1, 2, and 3.

FIG. 4 illustrates an example of a cross-sectional structure
of a liquid crystal display device using an active matrix sub-
strate.

While in Embodiments 1, 2, and 3, modes of a thin film
transistor are illustrated in the cross-sectional views, in this
embodiment, a structure in which a driver circuit portion and
a pixel portion are included over one substrate is described
with a view illustrating the following: a thin film transistor
450 for the driver circuit portion; a thin film transistor 460 for
the pixel portion; a gate wiring contact portion; a storage
capacitor; a gate wiring, a source wiring, and an intersection
thereof; a pixel electrode; and the like. The storage capacitor,
the gate wiring, and the source wiring can be formed in the
same manufacturing steps as the thin film transistors shown in
Embodiments 1 and 2 and can be manufactured without an
increase in the number of photomasks and an increase in the
number of steps.

InFIG. 4, the thin film transistor 450 is a thin film transistor
provided in the driver circuit portion and the thin film tran-
sistor 460 electrically connected to a pixel electrode layer
457a is a thin film transistor provided in the pixel portion.

In this embodiment, the thin film transistor 460 formed
over the substrate 400 has the same structure as the thin film
transistors in Embodiments 1, 2, and 3. Here, a channel-
etched thin film transistor is shown as an example.

A capacitor wiring layer 430 which is formed using the
same material in the same step as a gate electrode layer of the
thin film transistor 460 overlaps with a capacitor electrode
layer 431, with a gate insulating layer 402 serving as a dielec-
tric interposed therebetween; thus, a storage capacitor is
formed. Note that the capacitor electrode layer 431 is formed
using the same material in the same step as an electrode layer
and an oxide conductive layer which are provided in a source
region or a drain region of the thin film transistor 460.

Note that the storage capacitor is provided below the pixel
electrode layer 457a. Although not illustrated, the capacitor
electrode layer 431 is electrically connected to the pixel elec-
trode layer 457a.

This embodiment shows the example in which the storage
capacitor is formed using the capacitor electrode layer 431
and the capacitor wiring layer 430; however, there is no
particular limitation on the structure of the storage capacitor.
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For example, the storage capacitor may be formed in such a
manner that, without provision of a capacitor wiring layer, a
pixel electrode layer overlaps with a gate wiring in an adja-
cent pixel with a planarization insulating layer, a protective
insulating layer, and a gate insulating layer interposed ther-
ebetween.

A plurality of gate wirings, source wirings, and capacitor
wiring layers are provided in accordance with the pixel den-
sity. In a terminal portion, a plurality of first terminal elec-
trodes at the same potential as the gate wiring, a plurality of
second terminal electrodes at the same potential as the source
wiring, a plurality of third terminal electrodes at the same
potential as the capacitor wiring layer, and the like are
arranged. The number of each of the terminals to be provided
may be any number, and the number of each terminal may be
determined as appropriate.

In the gate wiring contact portion, a gate electrode layer
4215 can be formed using a low resistance metal material.
The gate electrode layer 4215 is electrically connected to the
gate wiring through a contact hole that reaches the gate wir-
ing.

The heat treatment for dehydration or dehydrogenation of
the oxide semiconductor layer may be performed: after the
oxide semiconductor layer is formed; after an oxide conduc-
tive layer is stacked over the oxide semiconductor layer; or
after a passivation film is formed over a source electrode and
a drain electrode.

A gate electrode layer of the thin film transistor 450 in the
driver circuit portion may be electrically connected to a con-
ductive layer 417 provided above the oxide semiconductor
layer.

Further, in the wiring intersection, in order to reduce the
parasitic capacitance as illustrated in FIG. 4, the gate insulat-
ing layer 402 and the oxide insulating layer 426 are sacked
between a gate wiring layer 421¢ and a source wiring layer
422.

When an active matrix liquid crystal display device is
manufactured, an active matrix substrate and a counter sub-
strate provided with a counter electrode are fixed with a liquid
crystal layer interposed therebetween. Similarly, with a plu-
rality of microcapsules each including first particles having a
positive charge and second particles having a negative charge
disposed between two electrodes, an active matrix electro-
phoretic display device can be manufactured. A common
electrode electrically connected to the counter electrode on
the counter substrate is provided over the active matrix sub-
strate, and a fourth terminal electrode electrically connected
to the common electrode is provided in the terminal portion.
The fourth terminal electrode is used for setting the common
electrode to a fixed potential such as GND or 0 V. The fourth
terminal electrode can be formed using the same material as
the pixel electrode layer 457a.

When the same material is used for the gate electrode, the
source electrode, the drain electrode, the pixel electrode,
another electrode layer, and another wiring layer, a common
sputtering target and a common manufacturing apparatus can
be used, and thus the material costs and costs of an etchant (or
an etching gas) used for etching can be reduced. As a result,
manufacturing costs can be reduced.

When a photosensitive resin material is used for a pla-
narization insulating layer 456 in the structure of FIG. 4, the
step for forming a resist mask can be omitted.

In addition, FIG. 5 illustrates a cross-sectional view in a
state of a substrate of an active matrix light-emitting device
before an EL layer is formed over a first electrode (a pixel
electrode).
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In FIG. 5, a channel-etched thin film transistor is illus-
trated; however, the thin film transistor having a structure
similar to those described in Embodiments 2 and 3 can also be
used. Moreover, the active matrix light-emitting device illus-
trated in FIG. 5 can have a structure similar to that of the
above liquid crystal display device except for the structure of
a pixel portion which will be shown below.

After an insulating layer 427 is formed, a color filter layer
453 is formed. The colors of the color filter layer are red,
green, and blue. The color filter layers are sequentially
formed in the specific positions with a printing method, an
ink-jet method, a photolithography technique, an etching
method, or the like. By providing the color filter layer 453 on
the substrate 400 side, alignment of the color filter layer 453
and a light-emitting region of a light-emitting element can be
performed without depending on the alignment accuracy of
the sealing substrate.

Next, an overcoat layer 458 which covers the color filter
layer 453 is formed. The overcoat layer 458 is formed using a
light-transmitting resin.

Here, an example in which full-color display is performed
using color filter layers of three colors of red, green, and blue;
however, the color display is not particularly limited thereto.
A color of cyan, magenta, yellow, or white may be used.

Next, a protective insulating layer 428 which covers the
overcoat layer 458 and the insulating layer 427 is formed. For
the protective insulating layer 428, an inorganic insulating
film such as a silicon nitride film, an aluminum nitride film, a
silicon nitride oxide film, or an aluminum oxynitride film is
used.

Next, in a photolithography step and an etching step, a
contact hole that reaches the connection electrode layer 452 is
formed in the protective insulating layer 428 and the insulat-
ing layer 427. In addition, in this photolithography step and
etching step, the protective insulating layer 428 and the insu-
lating layer 427 in a terminal portion are selectively etched to
expose part of a terminal electrode. Further, in order to con-
nect a second electrode of a light-emitting element formed
later to a common potential line, a contact hole that reaches
the common potential line is also formed.

Next, a transparent conductive film is formed, and a pho-
tolithography step and an etching step are performed thereon,
sothata first electrode 4575 which is electrically connected to
the connection electrode layer 452 is formed.

Next, a partition wall 459 is formed to cover the periphery
of the first electrode 4575. The partition wall 459 is formed
using an organic resin film of polyimide, acrylic, polyamide,
epoxy, or the like, an inorganic insulating film, or organic
polysiloxane. The partition wall 459 can be formed using an
organic insulating material or an inorganic insulating mate-
rial. It is preferable that the partition wall 459 be formed to
have an opening over the first electrode 4575 so that a sidewall
is formed as an inclined surface with curvature. Such an
opening can be easily formed using a photosensitive resin
material.

Through the steps described above, the state of the sub-
strate illustrated in FIG. 5 can be obtained. Further, an EL
layer is formed over the first electrode 4576 and the second
electrode is formed over the EL layer, whereby a light-emit-
ting element is formed. The second electrode is electrically
connected to the common potential line.

The conductive layer 417 may be provided over the oxide
semiconductor layer of the thin film transistor 450 of the
driver circuit portion in each of FIG. 4 and FIG. 5. The
conductive layer 417 can be formed using the same material
in the same step as the pixel electrode layer 457a or the first
electrode 457b.
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The conductive layer 417 is provided so as to overlap with
the channel formation region 443 of the oxide semiconductor
layer, whereby the amount of change over time in threshold
voltage of the thin film transistor 450 can be reduced. The
conductive layer 417 has a potential which is the same as that
of'the gate electrode layer 421a, and can function as a second
gate electrode layer. In addition, the conductive layer 417
may have a potential which is different from that of the gate
electrode layer 421a. Alternatively, the potential of the con-
ductive layer 417 may be GND or 0V, or the conductive layer
417 may be in a floating state.

Since the thin film transistor is easily broken due to static
electricity or the like, a protective circuit is preferably pro-
vided over the same substrate as the pixel portion or the driver
circuit portion. The protective circuit is preferably formed
with a non-linear element including an oxide semiconductor
layer. For example, protective circuits are provided between
the pixel portion and each of a scan-line input terminal and a
signal-line input terminal. In this embodiment, a plurality of
protective circuits are provided so as to prevent breakage of a
pixel transistor and the like which can be caused when a surge
voltage due to static electricity or the like is applied to a scan
line, a signal line, and a capacitor bus line. Therefore, the
protective circuit is formed so as to release charge to a com-
mon wiring when a surge voltage is applied to the protective
circuit. Further, the protective circuit includes non-linear ele-
ments arranged in parallel to each other with the scan line
therebetween. The non-linear element includes a two-termi-
nal element such as a diode or a three-terminal element such
as a transistor. For example, the non-linear element can be
formed through the same step as the thin film transistor 460 in
the pixel portion, and can be made to have the same charac-
teristics as a diode by connecting a gate terminal to a drain
terminal of the non-linear element, for example.

Note that this embodiment can be freely combined with
any of the other embodiments.

Embodiment 5

A semiconductor device having a display function (also
referred to as a display device) can be manufactured using the
thin film transistor described in any of Embodiments 1, 2, and
3. Moreover, a driver circuit portion and a pixel portion,
which each include the thin film transistor, can be formed
over one substrate, whereby a system-on-panel can be
obtained.

A display device includes a display element. Further, a
display medium whose contrast is changed by an electric
effect, such as a liquid crystal element (also referred to as a
liquid crystal display element) or an electronic ink, can be
used.

Note that a display device in this specification means an
image display device, a display device, or a light source
(including a lighting device). Further, the “display device”
includes the following modules in its category: a module
including a flexible printed circuit (FPC) or a tape automated
bonding (TAB) tape; a module having a TAB tape which is
provided with a printed wiring board at the end thereof; and a
module having an integrated circuit (IC) which is directly
mounted on a display element with a chip on glass (COG)
method.

The appearance and a cross section of a liquid crystal
display panel, which is an embodiment of a display device,
will be described with reference to FIGS. 6A1, 6A2, and 6B.
FIGS. 6A1 and 6A2 are each a plan view of a panel in which
thin film transistors 4010 and 4011 and a liquid crystal ele-
ment 4013 are sealed between a first substrate 4001 and a
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second substrate 4006 with a sealant 4005 interposed ther-
ebetween. FIG. 6B is a cross-sectional view taken along line
M-N in FIGS. 6A1 and 6A2.

The sealant 4005 is provided so as to surround a pixel
portion 4002 and a scan-line driver circuit 4004 which are
provided over the first substrate 4001. The second substrate
4006 is provided over the pixel portion 4002 and the scan-line
driver circuit 4004. Therefore, the pixel portion 4002 and the
scan-line driver circuit 4004 are sealed together with a liquid
crystal layer 4008, by the first substrate 4001, the sealant
4005, and the second substrate 4006. Further, a signal-line
driver circuit 4003 which is formed using a single crystal
semiconductor or a polycrystalline semiconductor is
mounted in a region different from the region surrounded by
the sealant 4005 over the first substrate 4001.

Note that there is no particular limitation on the connection
method of the signal-line driver circuit 4003, and a COG
method, a wire bonding method, a TAB method, or the like
can be used. FIG. 6A1 illustrates an example in which the
signal-line driver circuit 4003 is mounted with a COG
method, and FIG. 6A2 illustrates an example in which the
signal-line driver circuit 4003 is mounted with a TAB method.

Each of the pixel portion 4002 and the scan-line driver
circuit 4004 which are provided over the first substrate 4001
includes a plurality of thin film transistors. In FIG. 6B, the
thin film transistor 4010 included in the pixel portion 4002
and the thin film transistor 4011 included in the scan-line
driver circuit 4004 are illustrated as an example. Insulating
layers 4041, 4020, and 4021 are provided over the thin film
transistors 4010 and 4011.

Any of the highly reliable thin film transistors each includ-
ing an oxide semiconductor layer, which are described in any
of Embodiments 1, 2, and 3, can be used as the thin film
transistors 4010 and 4011. In this embodiment, the thin film
transistors 4010 and 4011 are n-channel thin film transistors.

A conductive layer 4040 is provided over the insulating
layer 4021 so as to overlap with a channel formation region of
an oxide semiconductor layer in the thin film transistor 4011
for the driver circuit. The conductive layer 4040 is provided
s0 as to overlap with the channel formation region of the oxide
semiconductor layer, whereby the amount of change over
time in threshold voltage of the thin film transistor 4011 can
be reduced. The conductive layer 4040 has a potential which
is the same as that of the gate electrode of the thin film
transistor 4011, and can function as a second gate electrode
layer. In addition, the conductive layer 4040 may have a
potential which is different from that of the gate electrode of
the thin film transistor 4011. Alternatively, the potential of the
conductive layer 4040 may be GND or OV, or the conductive
layer 4040 may be in a floating state.

A pixel electrode 4030 included in the liquid crystal ele-
ment 4013 is electrically connected to the thin film transistor
4010. A counter electrode 4031 of the liquid crystal element
4013 is formed over the second substrate 4006. The liquid
crystal element 4013 corresponds to a region where the pixel
electrode 4030, the counter electrode 4031, and the liquid
crystal layer 4008 overlap with each other. Note that the pixel
electrode 4030 and the counter electrode 4031 are provided
with an insulating layer 4032 and an insulating layer 4033
which each function as an alignment film, respectively.

Note that a light-transmitting substrate such as glass,
ceramics, or plastics can be used as the first substrate 4001
and the second substrate 4006. As plastic, a fiberglass-rein-
forced plastics (FRP) plate, a polyvinyl fluoride (PVF) film, a
polyester film, or an acrylic resin film can be used.

A columnar spacer denoted by reference numeral 4035 is
obtained by selective etching of an insulating layer and is
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provided in order to control the distance (a cell gap) between
the pixel electrode 4030 and the counter electrode 4031. Note
that a spherical spacer may be used. The counter electrode
4031 is electrically connected to a common potential line
formed over the same substrate as the thin film transistor
4010. The counter electrode 4031 and the common potential
line can be electrically connected to each other through con-
ductive particles arranged between the pair of substrates,
using a common connection portion. Note that the conductive
particles are included in the sealant 4005.

Alternatively, liquid crystal exhibiting a blue phase for
which an alignment film is unnecessary may be used. A blue
phase is one of liquid crystal phases, which is generated just
before a cholesteric phase changes into an isotropic phase
while temperature of cholesteric liquid crystal is increased.
Since the blue phase is generated within an only narrow range
of'temperature, liquid crystal composition containing a chiral
agent at 5 wt % or more so as to improve the temperature
range is used for the liquid crystal layer 4008. The liquid
crystal composition which includes liquid crystal exhibiting a
blue phase and a chiral agent has a short response time of 1
msec or less, has optical isotropy, which makes the alignment
process unneeded, and has a small viewing angle dependence.

An example ofthe liquid crystal display device is described
in which a polarizing plate is provided on the outer surface of
the substrate (on the viewer side) and a coloring layer and an
electrode layer used for a display element are provided on the
inner surface of the substrate in this order; however, the
polarizing plate may be provided on the inner surface of the
substrate. The stacked structure of the polarizing plate and the
coloring layer is not limited to this embodiment and may be
set as appropriate depending on materials of the polarizing
plate and the coloring layer or conditions of manufacturing
process.

In the thin film transistor 4011, the insulating layer 4041 is
formed in contact with the semiconductor layer including the
channel formation region. The insulating layer 4041 can be
formed using a material and a method which are similar to
those of the insulating layer 427 described in Embodiment 1.
In order to reduce the surface roughness of the thin film
transistor, the thin film transistors are covered with the insu-
lating layer 4021 which functions as a planarizing insulating
layer. Here, a silicon oxide film is formed as the insulating
layer 4041 with a sputtering method in a manner similar to
that of Embodiment 1.

A protective insulating layer 4020 is formed over the insu-
lating layer 4041. The protective insulating layer 4020 can be
formed using a material and a method which are similar to
those of the protective insulating layer 428 described in
Embodiment 1. Here, a silicon nitride film is formed as the
protective insulating layer 4020 with a PCVD method.

The insulating layer 4021 is formed as the planarizing
insulating layer. The insulating layer 4021 can be formed
using a heat-resistant organic material such as polyimide,
acrylic, benzocyclobutene, polyamide, or epoxy. Other than
such organic materials, it is also possible to use a low-dielec-
tric constant material (a low-k material), a siloxane-based
resin, phosphosilicate glass (PSG), borophosphosilicate glass
(BPSG@G), or the like. Note that the insulating layer 4021 may
be formed by stacking a plurality of insulating layers formed
using these materials.

Note that the siloxane-based resin corresponds to a resin
including a Si—O—Si bond formed using a siloxane-based
material as a starting material. The siloxane-based resin may
include an organic group (e.g., an alkyl group or an aryl
group) or a fluoro group as a substituent. In addition, the
organic group may include a fluoro group.
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The insulating layer 4021 can be formed, depending on the
material, with a method such as a sputtering method, an SOG
method, a spin coating method, a dipping method, a spray
coating method, a droplet discharge method (e.g., an ink-jet
method, screen printing, or offset printing), or a tool such as
a doctor knife, a roll coater, a curtain coater, or a knife coater.
The step of baking the insulating layer 4021 serves also as the
annealing step of the semiconductor layer, whereby the dis-
play device can be efficiently manufactured.

The pixel electrode 4030 and the counter electrode 4031
can be formed using a light-transmitting conductive material
such as indium oxide containing tungsten oxide, indium zinc
oxide containing tungsten oxide, indium oxide containing
titanium oxide, indium tin oxide containing titanium oxide,
indium tin oxide (hereinafter referred to as ITO), indium zinc
oxide, or indium tin oxide to which silicon oxide is added.

Alternatively, the pixel electrode 4030 and the counter
electrode 4031 can be formed using a conductive composition
containing a conductive macromolecule (also referred to as a
conductive polymer). It is preferable that the pixel electrode
formed using the conductive composition have a sheet resis-
tance of 10,000 Q/square or less and a light transmittance of
70% or more at a wavelength of 550 nm. Further, the resis-
tivity of the conductive macromolecule included in the con-
ductive composition is preferably less than or equal to 0.1
€-cm.

As the conductive macromolecule, a so-called m-electron
conjugated conductive polymer can be used. For example,
polyaniline or a derivative thereof, polypyrrole or a derivative
thereof, polythiophene or a derivative thereof, a copolymer of
two or more kinds of them, and the like can be given.

Further, a variety of signals and a potential are supplied to
the signal-line driver circuit 4003 which is formed separately,
the scan-line driver circuit 4004, and the pixel portion 4002
through an FPC 4018.

In addition, a connection terminal electrode 4015 is formed
from the same conductive film as the pixel electrode 4030
included in the liquid crystal element 4013, and a terminal
electrode 4016 is formed from the same conductive film as the
source electrode layers and the drain electrode layers of the
thin film transistors 4010 and 4011.

The connection terminal electrode 4015 is electrically con-
nected to a terminal included in the FPC 4018 through an
anisotropic conductive film 4019.

Note that FIGS. 6A1, 6 A2, and 6B illustrate an example in
which the signal-line driver circuit 4003 is formed separately
and mounted on the first substrate 4001; however, this
embodiment is not limited to this structure. The scan-line
driver circuit may be separately formed and then mounted, or
only part of the signal-line driver circuit or part of the scan-
line driver circuit may be separately formed and then
mounted.

Note that this embodiment can be freely combined with
any of the other embodiments.

Embodiment 6

In this embodiment are described the appearance and a
cross section of a light-emitting display panel (also referred to
as a light-emitting panel), with reference to FIGS. 7A and 7B.
FIG. 7A is aplan view of a panel in which a thin film transistor
and a light-emitting element formed over a first substrate are
sealed between the first substrate and a second substrate with
a sealant. FIG. 7B is a cross-sectional view taken along line
H-Iin FIG. 7A.

A sealant 4505 is provided so as to surround a pixel portion
4502, signal-line driver circuits 4503a and 45035, and scan-
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line driver circuits 4504a and 45045 which are provided over
a first substrate 4501. In addition, a second substrate 4506 is
provided over the pixel portion 4502, the signal line-driver
circuits 4503a and 45035, and the scan-line driver circuits
4504q and 45045.

Accordingly, the pixel portion 4502, the signal-line driver
circuits 4503a and 45035, and the scan-line driver circuits
4504a and 45045 are sealed together with a filler 4507, by the
first substrate 4501, the sealant 4505, and the second substrate
4506. It is preferable that a panel be packaged (sealed) with a
protective film (such as a bonding film or an ultraviolet cur-
able resin film) or a cover material with high air-tightness and
little degasification so that the panel is not exposed to the
outside air, in this manner.

Further, each of the pixel portion 4502, the signal-line
driver circuits 4503a and 450354, and the scan-line driver
circuits 4504a and 45045 which are provided over the first
substrate 4501 includes a plurality of thin film transistors. In
FIG. 7B, a thin film transistor 4510 included in the pixel
portion 4502 and a thin film transistor 4509 included in the
signal-line driver circuit 4503a are illustrated as an example.

Any of the highly reliable thin film transistors each includ-
ing an oxide semiconductor layer, which are described in any
of Embodiments 1, 2, and 3, can be used as the thin film
transistors 4509 and 4510. In this embodiment, the thin film
transistors 4509 and 4510 are n-channel thin film transistors.

A conductive layer 4540 is provided over an insulating
layer 4544 so as to overlap with a channel formation region of
an oxide semiconductor layer in the thin film transistor 4509
for the driver circuit. The conductive layer 4540 is provided
s0 as to overlap with the channel formation region of the oxide
semiconductor layer, whereby the amount of change over
time in threshold voltage of the thin film transistor 4011
before and after the BT test can be reduced. The conductive
layer 4540 has a potential which is the same as that of the gate
electrode of the thin film transistor 4509, and can function as
a second gate electrode layer. In addition, the conductive
layer 4540 may have a potential which is different from that of
the gate electrode of the thin film transistor 4509. Alterna-
tively, the potential of the conductive layer 4540 may be GND
or 0'V, or the conductive layer 4540 may be in a floating state.

In a periphery of the oxide semiconductor layer of the thin
film transistor 4509, an oxide insulating layer 4542 which
covers a peripheral portion (including a side surface) of the
oxide semiconductor layer is formed.

Further, the thin film transistor 4510 is electrically con-
nected to a first electrode 4517 through a connection elec-
trode layer 4548. Further, the oxide insulating layer 4542
which covers a peripheral portion (including a side surface) of
the oxide semiconductor layer of the thin film transistor 4510
is formed.

The oxide insulating layer 4542 can be formed using a
material and a method which is similar to that of the oxide
insulating layer 426 described in Embodiment 1. In addition,
the insulating layer 4544 which covers the oxide insulating
layer 4542 is formed. The insulating layer 4544 can be formed
using a material and a method which are similar to those of the
protective insulating layer 428 described in Embodiment 1.

A color filter layer 4545 is formed over the thin film tran-
sistor 4510 so as to overlap with a light-emitting region of a
light-emitting element 4511.

Further, in order to reduce the surface roughness of the
color filter layer 4545, the color filter layer 4545 is covered
with an overcoat layer 4543 which functions as a planarizing
insulating film.

Further, an insulating layer 4546 is formed over the over-
coat layer 4543. The insulating layer 4546 can be formed
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using a material and a method which are similar to those of the
protective insulating layer 428 described in Embodiment 1.

The first electrode 4517 which is a pixel electrode included
in the light-emitting element 4511 is electrically connected to
a source electrode layer or a drain electrode layer of the thin
film transistor 4510. Note that the structure of the light-
emitting element 4511 is not limited to a stacked structure of
the first electrode 4517, an electroluminescent layer 4512,
and a second electrode 4513. The structure of the light-emit-
ting element 4511 can be changed as appropriate depending
on, for example, the direction in which light is extracted from
the light-emitting element 4511.

A partition wall 4520 can be formed using an organic resin
film, an inorganic insulating film, or organic polysiloxane. It
is preferable that the partition wall 4520 be formed to have an
opening over the first electrode 4517 so that a sidewall is
formed as an inclined surface with curvature. Such an open-
ing can be easily formed using a photosensitive resin material.

The electroluminescent layer 4512 is not limited to a single
layer and may be formed using a plurality of layers stacked.

A protective film may be formed over a second electrode
4513 and the partition wall 4520 in order to prevent entry of
oxygen, hydrogen, moisture, carbon dioxide, or the like into
the light-emitting element 4511. As the protective film, a
silicon nitride film, a silicon nitride oxide film, a DLC film, or
the like can be formed.

Further, a variety of signals and a potential are supplied to
the signal-line driver circuits 4503a and 45035, the scan-line
driver circuits 4504a and 45045, and the pixel portion 4502
through FPCs 45184 and 45186.

In addition, a connection terminal electrode 4515 is formed
from the same conductive film as the first electrode 4517
included in the light-emitting element 4511, and a terminal
electrode 4516 is formed from the same conductive film as a
source electrode layer and a drain electrode layer of the thin
film transistor 4509.

The connection terminal electrode 4515 is electrically con-
nected to a terminal included in the FPC 45184 through an
anisotropic conductive film 4519.

As the second substrate located in the direction in which
light is extracted from the light-emitting element 4511 needs
to have a light-transmitting property. In that case, a light-
transmitting material such as a glass plate, a plastic plate, a
polyester film, or an acrylic film is used for the second sub-
strate.

As the filler 4507, an ultraviolet curable resin or a thermo-
setting resin can be used, in addition to an inert gas such as
nitrogen or argon. For example, polyvinyl chloride (PVC),
acrylic, polyimide, an epoxy resin, a silicone resin, polyvinyl
butyral (PVB), or ethylene vinyl acetate (EVA) can be used.

If necessary, an optical film such as a polarizing plate, a
circularly polarizing plate (including an elliptically polariz-
ing plate), a retardation plate (a quarter-wave plate or a half-
wave plate), or a color filter may be provided as appropriate
for a light-emitting surface of the light-emitting element.
Further, a polarizing plate or a circularly polarizing plate may
be provided with an anti-reflection film. For example, anti-
glare treatment by which reflected light can be diffused by
projections and depressions on the surface so as to reduce the
glare can be performed.

As the signal-line driver circuits 4503a and 45035 and the
scan-line driver circuits 4504a and 45045, a driver circuit
formed using a single crystal semiconductor or a polycrys-
talline semiconductor may be mounted. Alternatively, only
the signal line-driver circuits or part thereof, or only the
scan-line driver circuits or part thereof may be separately
formed and mounted. This embodiment is not limited to the
structure illustrated in FIGS. 7A and 7B.

Through the steps described above, a highly reliable light-
emitting display device (display panel) can be manufactured.
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Note that this embodiment can be freely combined with
any of the other embodiments.

Embodiment 7

A display device disclosed in this specification can be
applied to a variety of electronic devices (including an amuse-
ment machine). Examples of electronic devices are a televi-
sion set (also referred to as a television or a television
receiver), a monitor of a computer or the like, a camera such
as a digital camera or a digital video camera, a digital photo
frame, a cellular phone (also referred to as a mobile phone or
a cellular phone set), a portable game console, a portable
information terminal, an audio reproducing device, a large-
sized game machine such as a pachinko machine, and the like.

FIG. 8A illustrates an example of a cellular phone. The
cellular phone 1100 is provided with a display portion 1102
incorporated in a housing 1101, an operation button 1103, an
external connection port 1104, a speaker 1105, a microphone
1106, and the like.

When the display portion 1102 of the cellular phone 1100
is touched with a finger or the like, data can be inputted into
the cellular phone 1100. Further, operations such as making
calls, composing mails, or the like can be performed by touch-
ing the display portion 1102 with a finger or the like.

There are mainly three screen modes of the display portion
1102. The first mode is a display mode mainly for displaying
images. The second mode is an input mode mainly for input-
ting data such as text. The third mode is a display-and-input
mode, which is a combination of the two modes, i.e. a com-
bination of the display mode and the input mode.

For example, in the case where a call is made or a mail is
composed, a text input mode mainly for inputting text is
selected for the display portion 1102 so that text displayed on
ascreen can be inputted. In that case, it is preferable to display
akeyboard or number buttons on almost all area of the screen
of the display portion 1102.

When a detection device including a sensor for detecting
inclination, such as a gyroscope or an acceleration sensor, is
provided inside the cellular phone 1100, display on the screen
of'the display portion 1102 can be automatically switched by
determining the direction of the cellular phone 1100 (whether
the cellular phone 1100 is placed horizontally or vertically for
a landscape mode or a portrait mode).

The screen modes are switched by touching the display
portion 1102 or operating the operation button 1103 of the
housing 1101. Alternatively, the screen modes may be
switched depending on the kind of the image displayed on the
display portion 1102. For example, when a signal of an image
displayed on the display portion is a signal of moving image
data, the screen mode is switched to the display mode. When
the signal is a signal of text data, the screen mode is switched
to the input mode.

Further, in the input mode, when input by touching the
display portion 1102 is not performed for a certain period
while a signal detected by the optical sensor in the display
portion 1102 is detected, the screen mode may be controlled
s0 as to be switched from the input mode to the display mode.

The display portion 1102 can also function as an image
sensor. For example, an image of a palm print, a fingerprint, or
the like is taken when the display portion 1102 is touched with
a palm or a finger, whereby personal identification can be
performed. Further, by providing a backlight or a sensing
light source which emits a near-infrared light in the display
portion, an image of a finger vein, a palm vein, or the like can
be taken.

FIG. 8B also illustrates an example of a cellular phone. A
portable information terminal whose example is illustrated in
FIG. 8B can have a plurality of functions. For example, in
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addition to a telephone function, such a portable information
terminal can have a function of processing a variety of data by
incorporating a computer.

The portable information terminal illustrated in FIG. 8B
includes two housings, a housing 1800 and a housing 1801.
The housing 1800 includes a display panel 1802, a speaker
1803, a microphone 1804, a pointing device 1806, a camera
1807, an external connection terminal 1808, and the like. The
housing 1801 includes a keyboard 1810, an external memory
slot 1811, and the like. In addition, an antenna is incorporated
in the housing 1801.

The display panel 1802 is provided with a touch panel. A
plurality of operation keys 1805 which is displayed as images
is illustrated by dashed lines in FIG. 8B.

Further, in addition to the above structure, a contactless IC
chip, a small memory device, or the like may be incorporated.

The display device can be used for the display panel 1802
and the direction of display is changed appropriately depend-
ing on an application mode. Further, the display device is
provided with the camera 1807 on the same surface as the
display panel 1802, and thus it can be used as a videophone.
The speaker 1803 and the microphone 1804 can be used for
videophone calls, recording, and playing sound, and the like
as well as voice calls. Moreover, the housings 1800 and 1801
in a state where they are developed as illustrated in FIG. 8B
can shift so that one is lapped over the other by sliding;
therefore, the size of the portable information terminal can be
reduced, which makes the portable information terminal suit-
able for being carried.

The external connection terminal 1808 can be connected to
various types of cables such as a charging cable and a USB
cable, and charging and data communication with a personal
computer are possible. Moreover, a storage medium can be
inserted into the external memory slot 1811 so that a larger
amount of data can be stored and can be moved.

Further, in addition to the above functions, an infrared
communication function, a television reception function, or
the like may be provided.

FIG. 9A illustrates an example of a television set 9600. In
the television set 9600, a display portion 9603 is incorporated
in a housing 9601. The display portion 9603 can display
images. Here, the housing 9601 is supported by a stand 9605.

The television set 9600 can be operated with an operation
switch of the housing 9601 or a separate remote controller
9610. Channels and volume can be controlled with operation
keys 9609 of the remote controller 9610 so that an image
displayed on the display portion 9603 can be controlled.
Furthermore, the remote controller 9610 may be provided
with a display portion 9607 for displaying data outputted
from the remote controller 9610.

Note that the television set 9600 is provided with areceiver,
a modem, and the like. With the use of the receiver, general
television broadcasting can be received. Moreover, when the
television set 9600 is connected to a communication network
with or without wires via the modem, one-way (from a sender
to a receiver) or two-way (between a sender and a receiver or
between receivers) information communication can be per-
formed.

FIG. 9B illustrates an example of a digital photo frame
9700. For example, in the digital photo frame 9700, a display
portion 9703 is incorporated in a housing 9701. The display
portion 9703 can display a variety of images. For example, the
display portion 9703 can display data of an image taken with
a digital camera or the like and function as a normal photo
frame.

Note that the digital photo frame 9700 is provided with an
operation portion, an external connection terminal (e.g., a
USB terminal), an external memory slot, and the like.
Although these components may be provided on the surface
on which the display portion is provided, it is preferable to
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provide them on the side surface or the back surface for the
design of the digital photo frame 9700. For example, a
memory storing data of an image taken by a digital camera is
inserted in the external memory slot of the digital photo
frame, and the image data can be transferred and displayed on
the display portion 9703.

The digital photo frame 9700 may be configured to trans-
mit and receive data wirelessly. The structure may be
employed in which desired image data is transferred wire-
lessly and displayed.

FIG. 10 is a portable game machine and includes two
housings, a housing 9881 and a housing 9891, which are
connected with a joint portion 9893 so that the portable game
machine can be opened or folded. A display portion 9882 and
a display portion 9883 are incorporated in the housing 9881
and the housing 9891, respectively.

Moreover, the portable game machine illustrated in FIG.
10 is provided with a speaker portion 9884, a recording
medium insertion portion 9886, an LED lamp 9890, input
means (operation keys 9885, a connection terminal 9887, a
sensor 9888 (having a function of measuring force, displace-
ment, position, velocity, acceleration, angular velocity, rota-
tion number, distance, light, liquid, magnetism, temperature,
chemical substance, sound, time, hardness, electric field, cur-
rent, voltage, electric power, radial ray, flow rate, humidity,
gradient, vibration, odor, or infrared ray), and a microphone
9889, and the like. It is needless to say that the structure of the
portable amusement machine is not limited to the above and
other structures provided with at least a thin film transistor
disclosed in this specification can be employed. The portable
amusement machine may include other accessory equipment
as appropriate. The portable game machine illustrated in FIG.
10 has a function of reading a program or data stored in a
recording medium to display it on the display portion, and a
function of sharing information with another portable game
machine by wireless communication. Note that functions of
the portable game machine illustrated in FIG. 10 are not
limited to those described above and the portable game
machine can have a variety of functions.

As described above, the display device described in other
embodiments can be arranged in display panels of a variety of
electronic appliances such as the above ones.

Note that this embodiment can be freely combined with
any of the other embodiments.

The present application is based on Japanese Patent Appli-
cation serial No. 2009-204801 filed with the Japan Patent
Office on Sep. 4, 2009, the entire contents of which are hereby
incorporated by reference.

EXPLANATION OF REFERENCE

400: substrate, 402: gate insulating layer, 404: oxide semi-
conductor layer, 417: conductive layer, 422: source wiring
layer, 426: oxide insulating layer, 427: insulating layer,
428: protective insulating layer, 430: capacitor wiring
layer, 431: capacitor electrode layer, 440: thin film transis-
tor, 442: connection electrode layer, 443: channel forma-
tion region, 449: connection electrode layer, 450: thin film
transistor, 452: connection electrode layer, 453: color filter
layer, 456: planarization insulating layer, 458: overcoat
layer, 459: partition wall, 460: thin film transistor, 470: thin
film transistor, 480: thin film transistor, 421a: gate elec-
trode layer, 4215: gate electrode layer, 421¢: gate wiring
layer, 424a: high-resistance source region, 424b: high-
resistance drain region, 424c¢: region, 4244: region, 424e:
region, 424f: region, 425a: source electrode layer, 4255:
drain electrode layer, 426a: oxide insulating layer, 4265:
oxide insulating layer, 444c: region, 444d: region, 445a:
source electrode layer, 4455: drain electrode layer, 446a:
oxide conductive layer, 4465: oxide conductive layer, 451
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a: gate electrode layer, 4515: gate electrode layer, 455a:
source electrode layer, 4555: drain electrode layer, 457a:
pixel electrode layer, 457b: electrode, 1100: cellular
phone, 1101: housing, 1102: display portion, 1103: opera-
tion button, 1104: external connection port, 1105: speaker,
1106: microphone, 1800: housing, 1801: housing, 1802:
display panel, 1803: speaker, 1804: microphone, 1805:
operation keys, 1806: pointing device, 1807: camera,
1808: external connection terminal, 1810: keyboard, 1811:
external memory slot, 4001: substrate, 4002: pixel portion,
4003: signal-line driver circuit, 4004: scan-line driver cir-
cuit, 4005: sealant, 4006: substrate, 4008: liquid crystal
layer, 4010: thin film transistor, 4011: thin film transistor,
4013: liquid crystal element, 4015: connection terminal
electrode, 4016: terminal electrode, 4018: FPC, 4019:
anisotropic conductive film, 4020: protective insulating
layer, 4021: insulating layer, 4030: pixel electrode, 4031:
counter electrode, 4032: insulating layer, 4040: conductive
layer, 4041: insulating layer, 4501: substrate, 4502: pixel
portion, 4505: sealant, 4506: substrate, 4507: filler, 4509:
thin film transistor, 4510: thin film transistor, 4511: light-
emitting element, 4512: electroluminescent layer, 4513:
electrode, 4515: connection terminal electrode, 4516: ter-
minal electrode, 4517: electrode, 4519: anisotropic con-
ductive film, 4520: partition wall, 4540: conductive layer,
4542: oxide insulating layer, 4543: overcoat layer, 4544:
insulating layer, 4545: color filter layer, 4546: insulating
layer, 4548: connection electrode layer, 4503a: signal-line
driver circuit, 45035: signal-line driver circuit, 4504a:
scan-line driver circuit, 45045: scan-line driver circuit,
4518a: FPC, 9600: television set, 9601: housing, 9603:
display portion, 9605: stand, 9607: display portion, 9609:
operation keys, 9610: remote controller, 9700: digital
photo frame, 9701: housing, 9703: display portion, 9881:
housing, 9882: display portion, 9883: display portion,
9884: speaker portion, 9885: operation keys, 9886: record-
ing medium insertion portion, 9887: connection terminal,
9888: sensor, 9889: microphone, 9890: LED lamp, 9891:
housing, 9893: joint portion.

The invention claimed is:

1. A semiconductor device comprising:

a gate electrode;

a gate insulating layer over the gate electrode;

an oxide semiconductor layer over the gate insulating
layer;

an oxide insulating layer over the oxide semiconductor
layer;
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a source electrode layer over the oxide semiconductor layer

and the oxide insulating layer;

a drain electrode layer over the oxide semiconductor layer

and the oxide insulating layer; and

an insulating layer over the oxide insulating layer and the

oxide semiconductor layer,

wherein the oxide insulating layer is in contact with an

edge portion of the oxide semiconductor layer, and
wherein the edge portion is in an oxygen-excess state.

2. The semiconductor device according to claim 1,

wherein the oxide semiconductor layer comprises a chan-

nel formation region, and

wherein the channel formation region is in an oxygen-

excess state.

3. The semiconductor device according to claim 1,

wherein the insulating layer is over the source electrode

layer and the drain electrode layer.

4. The semiconductor device according to claim 1,

wherein the insulating layer is in contact with the oxide

semiconductor layer.

5. The semiconductor device according to claim 1,

wherein a peak of a desorption constituent, which is

derived from moisture, is not shown in a spectrum of'the
oxide semiconductor layer, which is shown with thermal
desorption spectroscopy in a temperature range of
greater than or equal to 200° C. and less than or equal to
350° C.

6. The semiconductor device according to claim 1,

wherein the oxide semiconductor layer comprises indium,

gallium, and zinc.

7. The semiconductor device according to claim 1,

wherein the oxide insulating layer comprises silicon.

8. The semiconductor device according to claim 1,

wherein the source electrode layer and the drain electrode

layer comprise at least one of titanium, molybdenum,
tungsten, aluminum, chromium, copper, and tantalum.

9. The semiconductor device according to claim 1,

wherein the insulating layer comprises at least one of sili-

con oxide, silicon oxynitride, aluminum oxide, and alu-
minum oxynitride.

10. The semiconductor device according to claim 1, further
comprising an oxide conductive layer over the oxide semi-
conductor layer.

11. A display device comprising the semiconductor device
according to claim 1.

12. An electronic device comprising the semiconductor
device according to claim 1.
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